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TESTING REPORT
Z= 5% % : DINGTEN INDUSTRIAL INC. f& Wl #8 5% 0 B0330300-MO02
Applicant  (TERSHSEARAF]) Application No.
BY # % © DINGTEN INDUSTRIAL INC. W A H EH: 2012/03/30
Sampler (EKSSETREA ) Received Date
% Et ZE IE: Dye penetrating test-R angular position % #% H H§: 2012/04/10
Job Description (R A E Y k) Date Issued
% &t 2K JE : DINGTEN INDUSTRIAL INC.

Source of Sample  (JEKFIEHER/HE])

Page 1 of 1

1.Name of article(5/ L ffIFF): Stainless Steel Bellows Fitting 4" (4" RSl H708)
2.Testing reference(fgill{fc45): CNS 11047 Z8048 General Rule for Liquid Penetrant Testing
(B HRRTm )
3.Testing date(fgyHl [ HH): 2012/04/09
4.Testing place(fgilJHEL): MIRDC- NO. 25, 37TH ROAD, INDUSTRIAL PARK, TAICHUNG
gD T2 37 15 25 5%)
5.Testing condition(fg{l¥%1%): Room temperature. Good air circulation (%75} » SEH L)
6.Testing material (fgrfll A4 41): LCR-450 Cleaner(J&7274]), LCP-450 Penetrant((23574), LCD-450
Developer. (8i57)
7.Testing result(fgfil#55): R angular position, and did not find the phenomenon of sand holes or
cracks. Such as under the photo shown.
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Note : (1). This report is responsible for designated samples only.

(2). Reproduction of all or parts of this report without a written approval is strictly prohibited.
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METAL INDUSTRIES RESEARCH & DEVELOPMENT CENTRE, ssea
REGIONAL R&D SERVICE DEPARTMENT (TAICHUNG)

HHTHFE R 407 T2 37 #% 25 5f TEL : (04)235021693
NO. 25, 37TH ROAD, INDUSTRIAL PARK, TAICHUNG, TAIWAN, R.0.C

A B SR
TESTING REPORT

Z ¢ & : DINGTEN INDUSTRIAL INC. fo R 5% 0 B0330300-M
Apphcant (ERAEATRAE) Application No.

BV #% 3 : DINGTEN INDUSTRIAL INC. g £ H HE: 2012/03/30
Sampler (ERiEEIRAT) Received Date

Z # ZE I Dye penetrating test-R angular position & # H Hi: 2012/04/10
Job Description R ANE AR EEAE) Date Issued

B & 2k J& : DINGTEN INDUSTRIAL INC.

Source of Sample  (JEXRSHEAREAF])
Page 1 of 1

1.Name of article(f£ A LFEIFE): Stainless Steel Bellows Fitting 3" (3" &% Hisi S H20H)

2.Testing reference(fgHI{%H5): CNS 11047 Z8048 General Rule for Liquid Penetrant Testing
(REinLEH)
3.Testing date(gH] [ 1): 2012/04/09
4. Testing place(fgriliEL): MIRDC- NO. 25, 37TH ROAD, INDUSTRIAL PARK, TAICHUNG
GEEHUL-B T LS 37 55 25 5%)
5.Testing condition(fgiH[Ex5%): Room temperature. Good air circulation (%75  S@JE ELLT)
6.Testing material (il £44)): LCR-450 Cleaner(75727), LCP-450 Penetrant(3Z7E7]), LCD-450
Developer. (%7l
7.Testing result(hgill#5 52): R angular position, and did not find the phenomenon of sand holes or
cracks. Such as under the photo shown.
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Note : (1). This report is responsible for designated samples only.
(2). Reproduction of all or parts of this report without a written approval is strictly prohibited.
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REGIONAL R&D SERVICE DEPARTMENT (TAJCHUNG )

Testing Laboratory 40768 HHi T2 37 B% 25 5% TEL : (04)23502169
0099 No.25, 37th Road, Industrial Park, 40768 Taichung, Taiwan
B ERE
Mechanical Testing Laboratory
F G # ERMREIRAT 7 B WA %5 B0330300-T01
) Fribm —EECERE B 102 4% 1-2 57 Application No.

Applicant - DINGTEN INDUSTRIAL INC. W H H o 2012/03/30

No. 1-2 Lane 102, Sec. 2, Kwan Fu Road, San Received Date

Chung Dist., New Taipei City 241, Tauwan (R.O.C.)
L4 e & H
Source of Sample Date Issued 2012/04/10

SHRESTE [ Test Item © #i7 {1 3 B Tensile Test
{5 FIE%Aifi Testing Instrument : SHIMADZU UMH-30
JHIEK A7 Inspection Reference : ASTM E8/E§M-09

AEEAS R Result
AR 3 R
Name of Article Stainless steel Bellows Fitting 3”
I [T = 2 223
Cross-Sectional Area
I i i1 N/mm 2 644
Tensile Strength
B (R TR N/mm 369
Yield Strength
fif K =R(50mm) % 45
Elongation
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Note : (1)This report is responsible for designated samples only.
(2)Reproduction of all or parts of this report without a written approval is strictly prohibited.
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‘%TAF | METAL INDUSTRIES RESEARCH & DEVELOPMENT CENTRE

NS REGIONAL R&D SERVICE DEPARTMENT (TAICHUNG )
Testing Laboratory 40768 ST T3 37 % 25 5% TEL : (04)23502169
0099 No.25, 37th Road, Industrial Park, 40768 Taichung, Taiwan
BRI B
Mechanical Testing Laboratory
F A % EAMEAETRA i B W AR %E T B0330300-T02
Frbii = EEOIERE EY 102 45 12 57 Application No.

Applicant : DINGTEN INDUSTRIAL INC. W 5 O 2012/03/30

No. 1-2 Lane 102, Sec. 2, Kwan Fu Road, San Received Date

Chung Dist., New Taipei City 241, Tauwan (R.O.C.)
T4 8| [ S
Source of Sample Date Issued 2012/04/10

SESTEH Test Item : #7 {1 5% B& Tensile Test
{5 %A Testing Instrument : SHIMADZU UMH-30
G 572 Inspection Reference : ASTM E8/E8M-09

ABEAS  Result -
R 47 REESERAE B
Name of Article Stainless steel Bellows Fitting 4”
B m oA mm? 28.6
Cross-Sectional Area
AN i N/mm 2 589
Tensile Strength
B R m g N/mm > 329
Yield Strength
fifi & =&(50mm) % 50
Elongation
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Note * (1)This report is responsible for designated samples only.
(2)Reproduction of all or parts of this report without a written approval is strictly prohibited.
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METAL INDUSTRIES RESEARCH & DEVELOPMENT CENTRE
REGIONAL R&D SERVICE DEPARTMENT (TAICHUNG)
40768 5 HITI T 37 % 25 5% TEL : (04)23502169
No.25, 37th Road, Industrial Park, 40768 Taichung, Taiwan

BRI B
Mechanical Testing Laboratory
Z Ft F EAmESEIRAE for B BE
Applicant DINGTEN INDUSTRIAL INC. Application No.

FHCTT = AR By 102 45 1-2 5%
No. 1-2 Lane 102, Sec. 2, Kwan Fu Road, San
Chung Dist., New Taipei City 241, Tauwan (R.0.C.)

B0330300-L01

ok F:EE W H H
Sampler Ei[tto. Received Date ~ 2012/03/30
T & e % B H Y
Sour?e of Sample ~ Date Issued 2012/04/10
Z 5t E EH 3 NEEEEEE L M
Job Description  Stainless steel Bellows Fitting 37 Core Hardness Test
Page 1 of 1

L B & #:CNS7094 78017 (1983) M50 I RGEAT BB T
Testing Reference CNS 7094 Z 8017 (1983) Method of Micro-Hardness Test for Vickers and

Knoop Hardness

2. 3 BB B M NI
Testing Instrument ~ Vickers Micro-Hardness Tester

3.4 B
Result

B OB fE:
= 1. HV(1) 204
Hardness Value :

2. 208
3 206
4. 210
5. 204
75 £ o
ieanyj Val{; : HV Q) 208
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Note : (1)This report is responsible for designated samples only.

(2)Reproduction of all or parts of this report without a written approval is strictly prohibited.
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METAL INDUSTRIES RESEARCH & DEVELOPMENT CENIRE
REGIONAL R&D SERVICE DEPARTMENT (TAICHUNG)
40768 BHRTH T2 37 % 25 82 TEL : (04)23502169
No.25, 37th Road, Industrial Park, 40768 Taichung, Taiwan

BRI B
Mechanical Testing Laboratory
Z % EAESERAT OB % 50330300100
Applicant DINGTEN INDUSTRIAL INC. Application No.

AL = EE AR B 102 5 12 88
No. 1-2 Lane 102, Sec. 2, Kwan Fu Road, San
Chung Dist., New Taipei City 241, Tauwan R.0.C)

W& FrEE L= i
Sampler llgaitto. Received Date ~ 2012/03/30
L& %M\ # % H W
Source of Sample ~~ Date Issued 2012/04/10

Z Rt W 4 RS DER TR
Job Description  Stainless steel Bellows Fitting 4” Core Hardness Test

-

Page 1 of 1

La B Rk 18 :CNS7094 78017 (1983) ME ST R E AT RIS R ek Ba:
Testing Reference CNS 7094 Z 8017 (1983) Method of Micro-Hardness Test for Vickers and
Knoop Hardness

2. 5 B R 3 M RO NS B

Testing Instrument ~ Vickers Micro-Hardness Tester

3. fE B
Result

-
= 1. HV(1) 174
Hardness Value :

2. 180
3. 175
4. 177
5. 176
j:;leani/:j Val{i :2 R 176
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Note : (1)This report is responsible for designated samples only.
(2)Reproduction of all or parts of this report without a written approval is strictly prohibited.
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